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Abstract
The effects of the proportions of ferrocolumbiumpowder and ammonium chloride powder in the
reactionmedium, deposition temperatures, and deposition times on the thickness andmechanical
properties of niobium carbide coatings were studied bymeans of orthogonal experiment.
Mathematical analysis was conducted to quantify the influence of these four variables on the pack
cementation process to obtain a superior production process with deposition temperature of 950 °C,
deposition time of 5 h, proportion of ferrocolumbiumpowder at 20 wt%, and proportion of
ammonium chloride at 5 wt%. Theweight values of the experimental process parameters were 60.9%
for deposition temperature, deposition time 37.4%, ammonium chloride powder 1.1%, and
ferrocolumbiumpowder 3.1%. Further experiments were conductedwith deposition temperatures
set to 900 °C, 950 °C, and 1,000 °C,with coatings’ surfacemicrohardness of 925±60HV0.2,
860±30HV0.2, and 750±20HV0.2, respectively. Scanning ElectronMicroscope (SEM) surface
morphology observation, X-ray diffraction (XRD) phase analysis, and grain size calculation showed
that the surface phase of the three coatings all areNbCphases, and the grain size (37.0, 42.4, and 57.9
nm, respectively) increasedwith increasing temperature. The coatings’ roughness decreased as
temperature increased, and the 950 °Cdeposition temperature obtained the best wear resistance.

1. Introduction

Nowadays, one of the practicalmeans to improve the service life ofmaterials is surfacemodification [1–6],
including techniques such as chemical vapor deposition [7], physical vapor deposition [6], electroless plating [8],
thermal spraying, and electron-beam treatment [9, 10]. The equipment required for physical vapor deposition
and chemical vapor deposition is too expensive, and the coating prepared by electroless plating has a poor
bonding force.When surfacemodification is performed by thermal spraying, themodification process is not
easy to control. A thermo-reactive powder-pack treatment, as a traditional processmeans, justmakes up for the
previouslymentioned deficiencies. This technique is simple in process, convenient in operation, and has no
additional harmful gas. It is an environmentally friendly process technology [11–15].

Niobium carbide coating is a high-temperature, wear-resistant coating that is often applied to the surface of
high-temperature friction components. In addition, niobium carbide coatings have excellent hardness and
toughness, as well as extremely highmelting points [16]. The preparation of niobium carbide coatings by
thermo-reactive deposition (TRD) technique not only has the advantages of low cost,mature technology, and
excellent adhesion but also has little restriction on the shape of the substratematerial. Therefore,many
researchers have studied this technique. Researchers such as Reza Soltani andCai [16, 17] obtained the growth
kinetics formula of niobium carbide coatings onAISI L2 steel by controlling different deposition temperatures
and times,finding that the coatingwould improve thewear resistance of the sample. Aghaie-Khafri et al [18]
found that the thickness of niobium carbide coatings increased by pre-nitriding. Shan and other researchers
[19, 20] found that rare earths can accelerate diffusion of carbon atoms. There aremany studies on the
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preparation process of niobium carbide coatings, butmost researchers use the control variablemethod to
separate each process parameter and ignore the interaction between variables. Some studies [18, 21] indicate that
the various process parameters would affect each other during the experiment.

In this research, orthogonal testingwas used to design the orthogonal table, and the thickness ofNbC
coatings was used as the index. The relative importance of four factors—the proportions of ferrocolumbium
powder and ammonium chloride in the reactionmedium, deposition temperature, and deposition time—were
finally obtained through numerical analysis. Theweight of the experimental process parameters on the
experimental results were numerically quantified. Subsequently, niobium carbide coatings were prepared under
the process route derived from the normal price experiment, and the surfacemechanics testingwas carried out.

2. Experiment

The experimental substrate was 45 steel, with a composition as shown in table 1. First, the substrate is processed
into a size of 50×15×5mm, andmetallographic sandpaper (ISO) of P400, P600, P800, P1000, and P1200
were used for grinding and polishing. Then the samples were ultrasonically cleanedwith anhydrous ethanol,
acetone, and deionizedwater for 10 min to remove the oil and impurities on the surface. Good surface condition
could improve the quality of the formed coatings.

WhenTRDprocess was conducted, the reactionmedium consisted of ferroniobium (64.9 wt%Nb, 34 wt%
Fe) asmaster alloy, ammonium chloride (NH4Cl) as an activator, and alumina (Al2O3) as an inert filler. In order
to systematically study the influence of various process parameters on the thickness of the coating, an orthogonal
test table of four factors and four levels was designed to determine the appropriate process route by using the
reactionmedia of ferroniobium and ammonium chloride, the time, and the temperature of the heat treatment as
variables. The experimental table is shown in table 2. After the experiment was completed, the samples were
taken out and air cooled, and then the sample surfaces were cleanedwith a damp cloth to smooth their surfaces.

For the cross-sectionalmorphology and thickness of niobium carbide coatings, the JSM-5600 scanning
electronmicroscopewas used for observation andmeasurement to determine the appropriate process
parameters. For the coatings prepared under the orthogonal experimental optimization process, the phase
composition of coatings was determined byDX-1000X-ray diffractometer withCuKα radiation. The scanning
angle ranged from10° to 80°, the lengthwas 0.02°/step, and the scanning speedwas 10°min−1. TheDHV-1000
microhardness tester was used to obtain themicrohardness of coatings on 45 steel with a load of 20 gf kept for 10
s, and theVickers hardness of each sample taken as an average of severalmeasurements. The roughness test and
wear experiments weremeasured byMFT-4000 sliding against GCr15 steel under the conditions of load of 30N,
sliding speed of 50 mmmin−1, andwear scar length of 5mm.After wear experiments were finished, theworn
surfaces of the samples were observed under a scanning electronmicroscope.

3. Experimental results and discussion

3.1.Orthogonal experimental results
The design principle of the orthogonal table is that each level of each factormeets each level of another factor
only once and the experimental items after the combination of the variables are representative. There aremany
teachingmaterials and studies on the design of orthogonal experiments and orthogonal experimental tables
[22]. An orthogonal table was designed as shown in table 3, and experiments were conducted according to the

Table 1.Composition of substrate (wt%).

Content C Si Mn P S Cr

45 steel 0.45 0.25 0.15 0.03 0.03 0.15

Table 2.Test factors and their levels.

Factors Levels

A:Nb-Fe (wt%) 10 20 30 40

B:NH4Cl (wt%) 3 5 7 9

C:temperature (°C) 860 900 950 1,000

D:Time (h) 4 4.5 5 6
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variablesA,B,C, andD in the orthogonal table. The thickness of the prepared coatings was used as an
experimental reference standard.

For the thicknessmeasurement, the experiment uses the areamethod. By calculating the area of the coatings,
and then dividing by the length of coatings, a reasonable thickness of coatings can be obtained. Figure 1 shows a
cross-sectional view of a sample at deposition temperature of 900 °C for 5 h. It can be seen from thefigure that
the thickness of the coating, which has clear boundaries, is about 10μm.Meanwhile, it is also found that the
coatings are relatively flat and dense, and there are no obvious pores or defects at the joint of the substrate. In
addition, figure 1 also shows a slit on the left side of the coating, which is due to the polishing residue of the inlay
during the cross section preparation.

The orthogonal experimental table can be completed by calculating and registering the thickness, but table 3
cannot intuitively obtain themost suitable process route becausemathematical processing is required. The
specific process is as follows.

As shown in table 4, the orthogonal experimental table is further processed according to the results of the
thickness of coatings in table 3. Among them,A,B,C, andD are different variables, and each variable
corresponds toK1j, K2j, K3j, andK4j. Taking the values corresponding toA andK1j as an example, itmeans the
average of the sumof all coatings thicknesses at the first level of theA variable, and the value ofR represents the
range difference corresponding to each variable. And the larger theR value, the greater theweight of the variable.

Comparing theR values of each set of variables, the order of factors affecting the TRDprocess can be
obtained. Therefore, it can be seen that:C>D>A>B, whichmeans that the variable that best affects the

Table 3.Orthogonal test table.

Factors A (wt%) B (wt%) C (°C) D (h)
Thickness

(μm)

1 10 3 860 3 8.8

2 10 5 900 4 9.4

3 10 7 950 5 10.2

4 10 9 1,000 6 11.0

5 20 3 900 5 9.6

6 20 5 860 6 9.4

7 20 7 1,000 3 9.9

8 20 9 950 4 9.9

9 30 3 950 6 10.9

10 30 5 1,000 5 10.5

11 30 7 860 4 9.2

12 30 9 900 3 9.3

13 40 3 1,000 4 10.2

14 40 5 950 3 9.4

15 40 7 900 6 9.8

16 40 9 860 5 9.3

Figure 1.Cross-sectionalmicrographs of the coatings.
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TRDprocess is temperature, followed by heat treatment time, then the content of ferroniobium, and finally the
content of ammonium chloride, which is consistent with the results of researchers such as Lin et al [23].

Figure 2 shows the distribution of process parameters to thickness, displaying the effect of each parameter on
the thickness of coatings. At the same time, it can be concluded that the parameter ofA3B4C4D4 ismost likely to
produce the thickest coating.Many researchers believe that the treatment temperature has the greatest influence
on the thickness of coatings. However, it cannot generally be prepared at a fairly high deposition temperature
and a fairly long deposition time because the cost would be prohibitive.Moreover, since the influence of the
amount of the reactionmedium is relatively small, a suitable process route is selected asA1B1C3D3. The high
temperaturewill affect themechanical properties of the substrate to a certain extent. However, although
coatings with a larger thickness can be grown for a long time, the grain structure in the coatingwill also become
larger. The reduction inmicro-hardness, which in turn affects wear resistance, will be discussed in the next
section.Using the orthogonal experimental table, not only the appropriate process route can be obtained, but
also the variance value of each variable in the orthogonal experimental table can be acquired after the variance
processing.

The statistical influence analysis (ANOVA)method is used to quantify the influence of each experimental
variable. The results are shown in table 5, where F is the degree of freedomof each variable, and S represents the
degree of quantification of each variable, which is derived from the following formula:

å=
+

-
=

+

( )
( ) ( )

F
ks

1

1
k 1

i 1

F 1

Aj ij
2

From table 5, it can be seen that the temperature, represented by the letterC, has the largest influence on the
thickness of coatings, and theweight is as high as 60.9%, followed by the time represented by the letterD
accounting for 34.8%, the content ofNbCpowder represented by the letterA at 3.2%, and the content of the
activator ammonium chloride represented by the letterB at 1.1%,which is due to the fact that during the process
of TRD, the reactionmedium is sufficient for the reaction process. Some studies even indicated that the reaction
materials can be used repeatedlymultiple times [24, 25].

For the process of coatings formation, themost decisive factor is the carbon activity of thematrix and the
reaction time. The temperature and the elements in thematrix determine the carbon activity in thematrix, so

Table 4.Results of range analysis for the thickness values
of the coatings.

Factors item A B C D

K1j 9.85 9.88 9.18 9.33

K2j 9.70 9.73 9.53 9.68

K3j 9.98 9.78 10.15 9.90

K4j 9.73 9.88 10.40 10.28

R 0.28 0.15 1.22 0.95

Figure 2.Effect of process parameters on thickness of the coatings.
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that the heat treatment temperature and time can even be said to play a decisive role in the formation of niobium
carbide coatings. For the discussion of the influence of different elements in thematrix, although some studies
[26] have shown that some elements will reduce the activity of carbon, the impact on the performance and
structure of the coatings requiresmore experiments to verify.

3.2. Characterization of coatings
After the orthogonal experiment, a suitable process route can be obtained. According to the selected process
route, among the experimental process parameters, only the heat treatment temperature is changed, with values
of 900 °C, 950 °C, and 1,000 °C, respectively, and the heat treatment time and the proportions of reactionmedia
are kept unchanged. The reasons for choosing these temperature points is that these temperature points are
currently in the temperature range used in factories for actual niobium carbide coating production and the
values are the same as the orthogonal experimental temperature points.

Figure 3 shows the surface topography of the coatings at different temperatures. It can be seen that the
coating surfaces were relatively rough, and therewere pits and protrusions in some places. The reason for this
phenomenon is attributable to the vacancy diffusionmechanism for the growth of coatings. The surface active
Nb atoms diffuse downward, combinewith the diffusedC atoms from thematrix, and then produce the
characteristic regions as shown in the original position. As can be seen from figures 3(a)–(c), the roughness of the
surface of coatings decreases with the increase of the temperature. This is because, on the one hand, after the
temperature rises, the defects such asmicropores or cracks in the surface of coatings aremelted and covered. On

Table 5.Results of ANOVA for the thickness values of the coatings.

Degree of quantifi-

cation S

Degree of

freedom F Contributions (%)

A 0.0122 3 3.2

B 0.0043 3 1.1

C 0.2347 3 60.9

D 0.1339 3 34.8

Total 0.3851 12 100

Figure 3. SEMmicrographs of niobium carbide coatings at different deposition temperatures: (a) 900 °C, 5 h; (b) 950 °C, 5 h; (c)
1,000 °C, 5 h.
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the other hand, the speed at which the crystal grows becomes higher, the grain boundary becomeswider, and the
number of grain boundaries within a certain area is reduced. The grain boundary position is prone to
microcracks, and themicrodefects of coatings are often generated at the interface of the grain boundary.
Therefore, when the number of grain boundaries is reduced, the surface roughness of coatings is decreased.

X-ray diffraction, roughness tests, and hardness tests on the surface of coatings at different temperatures
were carried out in order to verify the aforementioned ideas. The experimental results are shown infigure 4 and
table 6. X-ray diffraction can be used not only to detect the phase but also to calculate the crystal grainwidth of
the crystal from the x-ray spectrum. It can be seen from figure 4 that the phases of the coatings at different
temperatures wereNbCphases. Bymeasuring and comparing the half-width of the diffraction peak, it can be
concluded that the higher the temperature, the larger the grain size of the niobium carbide in coatings. In
addition, according to the Scherrer equation,

l
b q

= = ( )d
K

D N
cos

2hklhkl
hkl

In the formula,K is a constant,β is a half-height width of the diffraction peak, θ is an angle corresponding to the
diffraction peak, andλ is a wavelength of the x-ray. Bringing the angle of a single diffraction peak into
equation (2), the grain thickness of the corresponding crystal plane normal is obtained. After takingmultiple
angles into the calculation, the grain sizeD can be obtained by averaging. The calculation results of grain size at
three treatment temperatures are summarized in table 7. It should be noted that the size of the grains in the
material is not completely uniform. Because the grainsmay not be spherical and the thicknesses are different in
diversity directions, it is required to take the grain thicknesses in a plurality of directions, which the average grain
size is estimated according to. It can be seen from table 7 that the grain also increases as the temperature rises,
which is consistent with the previous idea of the article.

Table 6 shows themicrohardness and roughness of the surface of coatings under different temperature
treatment conditions. The Ra value in the table represents the roughness of the surface of coatings, and the larger
the value of Ra, the larger the roughness. It can be seen from the table 6 that the roughness of niobium carbide
coatings decreases as the temperature rises. Thismay be attributed to the fact that as the temperature rises, the
grain growth in coating is faster, andmany small crystal grains are fused together into one large crystal grain, so
that the number of the crystal grains in the coatings becomes small. At themacroscopic level, the coating appears

Figure 4.X-ray diffraction patterns of surface niobium carbide coatings at different deposition temperatures.

Table 6.Microhardness and roughness of the surface of coatings.

Deposition temperatures (°C) 900 950 1,000

Microhardness (HV0.2) 925±60 860±30 750±20
Roughness (μm) 1.16±0.12 1.05±0.05 0.93±0.03

Table 7.Grain size at three treatment temperatures.

Deposition temperatures (°C) 900 950 1,000

Grain size (nm) 37.0 42.4 57.9
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to be relatively flat and has a low the degree of fluctuation, which is consistent with the results of XRDpattern
analysis and SEMobservations. However, according to the theory offine grain strengthening, the finer the
crystal grains, the better themechanical properties of the surface, so the hardness of the surface of the coating
increases as the temperature decreases.

3.3.Wear test
Figure 5 shows the relationship between friction coefficient and time during the friction test of the substrate and
coatings at three different processing temperatures. It can be seen that the substrate has the largest friction
coefficient during the friction test.Within 10min of the beginning of friction, the coefficient of friction varies
widely. This is due to the initial stage of friction, thewear state is in the running-in period, and the grinding ball is
just in contact with the surface of the sample. At this time, the grinding ball destroys the surface of the sample like
a plough, so the friction coefficient changes greatly during the reciprocatingmotion of the grinding ball. The
friction coefficient gradually decreases and stabilizes at around 0.55 in the following 10 min. At thismoment, the
friction is in a stable period and thewear state is relatively settled. On the one hand, the surface of the sample has
formed a relativelymature wear scar band, so the grinding ball does not need to damage the surface of the sample
again and can reciprocate smoothly on the formedwear scar band.On the other hand, due to the temperature
rise at the contact point between the grinding ball and thewear band during thewear process, the friction
contact surface can form an oxidefilm layer that has a friction-reducing effect, which is also amain reason for the
reduction and stability of the friction coefficient. This wear condition then lasts for 10min, and in the final stage
of the friction andwear test, the coefficient of friction slowly rises to 0.65 at the end of the test, due to the fact that
thewear scar and the oxide film, which originally have protective and antiwear effects, are destroyed again.

In addition, it can be seen fromfigure 6 that the samples withNbC coatings have lower friction coefficients
during the rubbing process, indicating thatNbC coatings have a certain anti-friction effect. At the same time, it is
interesting to note that as the temperature of TRDprocess is increased, the reduction of friction coefficient for
the coatings is not as good as possible. After the TRD temperature rises, the number of grain boundaries of
coatings becomes small, the surface strength of coatings is weakened, and the antiwear effect of coatings is
lowered. Therefore, the abrasion resistance of coatings deposited at 1,000 °C is not as good as those deposited at
950 °C.When the deposition temperature is relatively low at 900 °C, according to themicroscopicmorphology
of the surface ofNbC coatings (figure 3) and the roughness of the surface ofNbC coatings (table 5), the number
of the defects onNbC coatings is increased and the roughness becomes larger. The friction coefficient on the
surface ofNbC coatings is directly related to the surface topography of coatings. Therefore, the friction
coefficient ofNbC coatings at the other heat treatment temperatures is larger than that at 950 °C. For the
comparison of the friction coefficients of coatings at the deposition temperature of 1,000 °Cand 900 °C, it can
be considered that the strength of the surface of coatings has a greater influence on thewear reduction effect than
the roughness. Further research is needed on the factors affecting thewear resistance ofNbC coatings.

Figure 6 shows the SEMmicrograph of the scratch track of the substrate and coatings at three different
processing temperatures. It shows that thewear offigure 6(d) is themost serious. It can even be seen that there
are a lot of abrasive grains and debris on the surface, and some obvious scratches and furrows. Some abrasive
particles and debris are pressed into and out of thewear band during the reciprocating grinding process. This is

Figure 5.Time-dependent coefficient of friction profiles.
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because during thewear process, the substrate and the grinding ball will continuously generate wear debris and
abrasive grains. Hence, after the end of the friction test, a large amount of debris and abrasive grains can be
observed on the surface. Because the grinding ball presses the existing abrasive grains and debris on thewear
scar, and the grinding ball drives its relative base reciprocatingmotion, there are a lot of scratches and furrows on
the surface of the substrate. Thewearmechanismwith these typical features is abrasive wear, whichwill cause a
lot ofmaterial wear and tear in actual production.

Figures 6(a)–(c) show the surface topography of the scratch track at the deposition temperatures of 900 °C,
950 °C, and 1,000 °C, respectively. The images show that thewear scars of the as-prepared coatings are relatively
light compared tofigure 6(d), although there are still some scratches andmicrocracks on the surfaces. As can be
seen fromfigures 6(a)–(c), however, the number and degree of damage of scratches andmicrocracks are greatly
reduced.On the one hand, the surfacemicro-hardness of the niobium carbide coatings is relatively high
comparedwith the substrate, and the coatings have the effect of abrasion resistance andwear reduction.On the
other hand, the surfacemicro-hardness is related to the process of the powder-packmethod. Since the
temperature at which the active atoms permeate is around 900 °C, the carbon steel has been austenitizedwhen
the sample is heated to near this temperature point. After a certain period of heat preservation, the carbon steel
has been completely austenitized. Because the sample is implemented by powder-packmethod in an alumina
crucible sealedwith an alumina-based cement, it cannot be directly quenched, thereby causing the hardness of
the substrate to decrease. In other words, the process of powder-packmethodwill act to soften the substrate.
Therefore, the substrate has a certain tolerance to the vertical pressure of the grinding ball in the process of wear
testing. As a consequence, in the process of reciprocating friction of the grinding ball, the surface ofNbC
coatings is not easily consumed, and thewear scar shows a slightly worn topographical feature.

Furthermore, it can be found fromfigures 6(a)–(c) that thewear surface has a few fine grinding debris and
particles in addition tomicrocracks. In particular, it can be seen from figure 6(a) that a relatively large number of
abrasive particles are present on thewear surface compared tofigures 6(b) and (c). This is because the hardness
of coatings is relatively higher and the roughness is comparatively larger, so coatings are likely to generate
relativelymore abrasive chips and particles in the friction test. Forfigure 6(c), because the hardness and
roughness of coatings are relatively small, the surface of the coating is liable to generatemicrocracks and plastic

Figure 6. SEMmicrograph of the scratch track after wear test: (a) 900 °C, h; (b) 950 °C, h; (c) 1,000 °C, 5 h.; (d) substrate.
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deformation regions. From this point of view, awear pattern can be controlled by several wearmechanisms, and
thewear scarmechanism infigures 6(a)–(c) is dominated by fatiguewear and abrasive wear.

Due to the highmicrohardness of the niobium carbide coatings, part of the coating is ground into fine third-
body particles during the relative friction. Then, under the action of the third-body hard particles, the surface of
thewear scar is easily furrowed; therefore, it is possible to see somewear debris and scratches. At the same time,
due to the enhanced toughness of the substrate, the ability of the substrate towithstand the vertical pressure of
the grinding ball becomes stronger. However, as the grinding ball reciprocates relative to the base body, the
surface of the sample is prone to fatiguewear at this time, so plastic deformation andmicrocracking can be seen
in thewear scar pattern. Comparing thewear scar surfaces at three deposition temperatures, it can be found that
thewear resistance of coatings at the deposition temperature of 950 °C is better, and the surface wear is the
lightest, which is also because the surface roughness andmicrohardness of coatings are both better for that
sample.

4. Conclusions

According to the orthogonal experimental design, a suitable process route was obtained: the deposition
temperaturewas 950 °C, the deposition timewas 5 h, and a powdermixture consisted of 20 wt%Nb-Fe powder
and 5 wt%NH4Cl.

Calculated by variance calculation, theweight values of deposition temperature, deposition time,Nb-Fe
powder, and activator on the powder process are calculated as 60.9%, 34.8%, 3.2%, and 1.1%, respectively.

It was found fromX-ray diffraction and the Scherrer equation that the phase of coatings wasNbC and the
grain sizes of coatings at different deposition temperatures were calculated to be 37.0, 42.4, and 57.9 nm,
respectively. The grain size of coatings was found to decrease as the deposition temperature increased. Scanning
electronmicroscopy showed that the degree offluctuation on the surface of coatings also decreasedwith the
increase of deposition temperature, and this was verified in the roughness test.When deposition temperature
was 900 °C, the roughness of surface coatings was the highest: Ra=1.16±0.12μm.

The surfacemicrohardness of coatings at three different deposition temperatures of 900 °C, 950 °C, and
1,000 °C,was 925±60HV0.2, 860±30HV0.2, and 750±20HV0.2, respectively. The frictional experiments
were carried out on the three coatings under the conditions of load of 30N, sliding speed of 50 mmmin−1, and
wear scar length of 5mm. It was found that thewear resistance of coatings at the deposition temperature of
950 °Cwas the best.
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