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To meet the lubrication demands of future MEMS/NEMS, thickness-controllable carbon films have been

successfully prepared directly on silicon substrates by carbonizing electrophoresis-deposited

trichloroacetic acid (TCA) molecular films. Compared with easily worn-out TCA molecular films, the

transformed carbon films exhibit ultra-low friction coefficients and wear rates, along with strong

adhesion to silicon substrates. These results prove that the idea of transforming organic molecular films

into carbon thin films is a unique and promising approach to fabricate thickness-controllable and wear-

resistant carbon-based solid lubricants for MEMS/NEMS.
1. Introduction

Since the current raw materials for fabricating micro/nano
electromechanical systems (MEMS/NEMS) are mainly non-
anti-wear silicon materials, rapidly developing MEMS/NEMS
have signicantly increased the demand for ultrathin lubri-
cantion lms that can improve the severe wear problems
between contacting surfaces at themicro/nano scale.1–3 Though
carbon lms fabricated by vapor deposition have superior
resistance to wear and strong adhesion to substrates, they are
still difficult to meet the demand of nano-scale thickness for
sophisticated moving parts with many edges and corners.4,5

Therefore, many organic lms with low stiction and low fric-
tion prepared by solution-based approaches have been
explored for MEMS/NEMS, such as ultrathin polymer lms,6

nanocomposite molecular layers,7,8 and self-assembled mono-
layers (SAMs).9,10 However, their anti-wear ability and adhesion
to silicon substrates are much worse than carbon lms, and
their thicknesses are also difficult to regulate as required.
Consequently, fabricating lms with controllable thickness,
low wear, and strong adhesion to silicon substrates is extremely
urgent. We know that electrophoretic deposition (EPD) tech-
niques possess the merits of high-precision controllability in
thickness and strong adhesion to substrates.11 If these organic
molecular lms could be prepared by electrophoretic
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deposition techniques, and then transforming them into
carbon lms, the merits of both organic lms and carbon lms
may be integrated into one.

We previously demonstrated that utilizing the character-
istic of graphene oxide (GO) sheets easily negatively charged by
carboxyl groups of their own in aqueous solution, GO lms can
be prepared on the anode by electrophoretic deposition
techniques at lower applied voltages.12 The preparation
principle of GO lms is based on the fact that the negatively
charged GO sheets can migrate toward anode under an electric
eld rather than using high excitation voltage to generate
charged carbon fragments. Similarly, organic acid molecules
negatively charged by carboxyl groups should also move
to anode, which is completely a physical process and does
not change the molecular structure and composition.
Along this direction, we speculate that those organic acids
ionized in water such as trichloroacetic acid (TCA) can be used
as raw materials to fabricate organic molecular lms. The
carboxyls and chlorines in the TCA molecular lms
can decompose into CO2 and HCl under annealing, while the
residual carbon atoms may couple together and generate
carbon lms.

Therefore, in this work, we have successfully prepared
thickness-controllable carbon lms directly on bare silicon
substrates by annealing electrophoresis-deposited TCA
molecular lms. We characterized the variations of
morphologies, crystalline states, mechanical and tribological
properties of the TCA molecular lms before and aer
annealing, and nally demonstrate that carbonizing
electrophoresis-deposited organic lms into carbon lms is a
unique approach to prepare thickness-controllable carbon-
based solid lubricants for MEMS/NEMS, because it
combines the merits of controllable thickness, low wear, and
strong adhesion to silicon substrates that other preparation
methods do not have.
RSC Adv., 2015, 5, 22305–22309 | 22305
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Fig. 1 (a) Zeta potential and (b) conductivity of TCA in aqueous
solutions at various concentrations. (c) Schematic of electrophoretic
deposition for TCA molecular films.
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2. Experimental
2.1 Materials

Trichloroacetic acid (TCA) was purchased from Shanghai
Shanpu Chemical Co., Ltd. N-type polished single-crystal silicon
(100) wafers with resistivity of 0.01 U m were bought from MCL
Electronic Materials, Ltd. Ultrapure water (>18 M U cm�1) used
throughout the experiment was puried using a Milli-Q system
from Millipore Co.

2.2 Preparation of the lms

Prior to deposition, all silicon wafers were cleaned in a piranha
solution (a mixture of 7 : 3 (v/v) 98% H2SO4 and 30% H2O2),
subsequently washed with ultrapure water several times and
blown dry with N2. In a typical experiment, two symmetric
silicon wafers as work electrodes were immersed into a beaker
containing 0.32 mmol L�1 TCA solution, with a constant
distance of 5 mm, and then connected to a DC power supply,
and the corresponding lms deposited at various voltages (20 V,
25 V, 30 V, 35 V, and 40 V) on the anode for an hour were
denoted as TCAF20, TCAF25, TCAF30, TCAF35, and TCAF40,
respectively. These lms were prepared in double, one set
unannealed (TCAF-u) and the other annealed (TCAF-a) at 800 �C
under the protection of argon atmosphere. All experiments were
carried out at room temperature.

2.3 Characterization

The values of zeta potential and conductivity of TCA in aqueous
solutions were measured by Laser dynamic scattering tester
(Nano ZS3600, Malvern, England). The morphologies of the
lms were characterized by microscope (Olympus, Japan) and
atomic force microscope (Veeco Nanoscope IIIa, USA), and the
thickness measurements were performed with a L116-E ellips-
ometer (Gaertner, America), which is equipped with a He–Ne
laser (632.8 nm) set at an incident angle of 50�. A real refractive
index of 1.25 is set for the silica layer. The surface roughness
was also obtained by atomic force microscope (Veeco Nano-
scope IIIa, USA). In addition, transmission electron microscopy
(TEM, JEM-1200EX, JEOL, Japan), Raman spectroscopy
(JY-HR800, the excitation wavelength at 532 nm), and X-ray
photoelectron spectroscopy (XPS, ESCALAB 250Xi, Thermo
Scientic) were applied to reveal the micro morphology, crys-
talline state, and composition of the lms. The stress and the
adhesion to silicon substrate for the lm were measured by
stress distribution tester (BGS 6341, China) andmultifunctional
material surface performance tester (MFT-4000), respectively.
Besides, the TG curve was obtained by STA449F3 simultaneous
thermal analyzer (NETZSCH, German).

Tribological experiments were conducted on a rotary friction
tester (MS-T3000, China) at room temperature in ambient air. In
a typical operation, the upper steel ball (4 ¼ 3 mm) was xed,
and the lower disk was rotating. Experimental parameters were
a load of 20mN, a linear speed of 0.01m s�1 and test duration of
30 min. But for the wear life experiment, the load was increased
to 200 mN. For comparison purposes, the friction behaviors of
graphitic ake and bare silicon wafer were investigated under
22306 | RSC Adv., 2015, 5, 22305–22309
the same conditions. The resulting cross-sectional proles of
worn tracks were obtained using a dual-mode surface three-
dimensional proler (AEP, USA). The wear volume was calcu-
lated as V (mm3) ¼ A (mm2) � L (mm), where A is the cross-
sectional area of worn scar and L is the length of the worn
scar. The specic wear rate, W (mm3 Nm�1) ¼ V (mm3)/S (m) F
(N), is determined as a function of the wear volume V divided by
the sliding distance S and the applied load F. All tests were
carried out at least three times to ensure data repeatability.
3. Results and discussion
3.1 Preparation and characterization of the lms

Trichloroacetic acid (TCA) is monocarboxylic acid that can
easily ionize in aqueous solution, and its surface charge can be
evaluated by zeta potential. Fig. 1a shows the zeta potential
values of the TCA in aqueous solutions at different concentra-
tions. It can be seen that the values of zeta potential are all
negative when the concentration is below 1.5 mmol L�1, and the
conductivity increases with concentration (Fig. 1b), which
conrms that the TCA molecules are negatively charged. So
when under a uniform electrical eld those molecular can
migrate to anode. Take advantage of this principle, the detailed
electrophoretic deposition system was designed as shown in
Fig. 1c. According to the TG curve of the TCA molecular lm
deposited at 30 V (Fig. S1†), the decomposition occurred at
�300 �C. To ensure the organic molecular lms can be
completely decomposed, the TCA molecular lms were
annealed at 800 �C in argon atmosphere. So one set of TCA
molecular lms deposited at 20 V, 25 V, 30 V, 35 V, 40 V are
denoted as TCAF20-u, TCAF25-u, TCAF30-u, TCAF35-u,
TCAF40-u, respectively; and the other set of the lms
annealed at 800 �C are denoted as TCAF20-a, TCAF25-a,
TCAF30-a, TCAF35-a, TCAF40-a, respectively. As Fig. 2a shows,
the unannealed lms look homogeneous and smooth, and the
This journal is © The Royal Society of Chemistry 2015
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Fig. 2 Optical images of the TCA films deposited at different voltages (20–40 V) on silicon wafers (a) before and (b) after annealing at 800 �C. (c
and e) AFM and (d and f) TEM images of the TCA film deposited at 30 V before (c and d) and after (e and f) annealing at 800 �C, respectively. Insets
(within the area outlined in white) of AFM images are the corresponding profiles. (g) Raman and (h) XPS spectra of the TCA film deposited at 30 V
before (-u) and after (-a) annealing at 800 �C, respectively.

Fig. 3 (a) Friction coefficient curves vs. time for the TCA molecular
films deposited at different voltages (20–40 V) before (-u) and after
(-a) annealing at 800 �C, respectively. Conditions for friction experi-
ments: load ¼ 20 mN, sliding velocity ¼ 0.01 m s�1. (b) Friction
coefficient, (c) roughness and (d) thickness of the TCA molecular films
deposited at different voltages (20–40 V) before (-u) and after (-a)
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color varies with increasing voltage, so is the annealed lms
(Fig. 2b). Before annealing, the AFM image and the corre-
sponding prole line (Fig. 2c) show that the TCAF30-u is
composed of many nanoparticles, and the corresponding TEM
image (Fig. 2d) shows an amorphous microstructure. But as
shown in Fig. 2e, annealing makes TCAF30-u become denser.
Importantly, the corresponding TEM image (Fig. 2f) demon-
strates that TCAF30-u had been transformed into crystallized
carbon with interlayer spacing of 0.34 nm.13 Also, it is conrmed
by Raman spectra, as shown in Fig. 2g, the annealed TCAF30-a
shows typical D (at�1348 cm�1) and G (at�1603 cm�1) peaks of
carbon lms, but there is no response to Raman scattering for
unannealed TCAF30-u.14 These results suggest that the TCA
molecular lm can be easily transformed into carbon lm by
annealing.

To reveal the evolution of the composition of TCA molec-
ular lms before (-u) and aer (-a) annealing, the XPS spectra
(Fig. 2h) were conducted for TCAF30-u and TCAF30-a. The C1s
spectra reveal that TCAF30-u is composed of the following
functional groups: carbon sp2 (C]C/C–C, �284.6 eV), C–Cl
bonds (�286.6 eV), and carbonyls (C]O, 288.2 eV).15 And the
Cl/C atomic ratio is �3.73%. Aer annealing, however, the
corresponding Cl/C atomic ratio drops to �0.12%, suggesting
that most of C–Cl bonds were decomposed. Additionally, the
carbonyl groups disappeared almost entirely in C1s spectrum
of TCAF30-a, indicating that the carbonyls in the lms may be
removed in the form of carbon oxides under annealing.
Therefore, the formation mechanism of carbon lms may be a
result of re-coupling of cracked carbon atoms.
This journal is © The Royal Society of Chemistry 2015
3.2 Tribological study of the lms

The friction curves of TCA molecular lms before and aer
annealing are shown in Fig. 3a. For comparison, the corre-
sponding friction coefficients are summarized in Fig. 3b. Before
annealing at 800 �C as a function of voltages, respectively.

RSC Adv., 2015, 5, 22305–22309 | 22307
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Fig. 4 Variations in (a) wear rate, (b) internal stress, and (c) adhesion of the TCA molecular films deposited at different voltages (20–40 V) before
(-u) and after (-a) annealing at 800 �C as a function of voltages, respectively. (d) Wear life comparison for the TCA molecular films deposited at
30 V before (TCAF30-u) and after (TCAF30-a) annealing.
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annealing, the friction coefficients are increasing with voltages
as a whole. However, aer annealing, there is a considerable
reduction in friction coefficient in the range of 20–30 V; espe-
cially for TCAF30-u, the friction coefficient decreases by more
than half from 0.116 to 0.052; but for TCAF35-u and TCAF40-u,
their friction coefficients increase sharply. The above results
suggest that the converted carbon lms can greatly reduce the
friction coefficients compared with the TCA molecular lms.
The enhanced friction performances for the converted carbon
lms indicate that their surface properties and internal micro-
structures have changed greatly.16 Hence, the variations of
surface roughness are presented in Fig. 3c, which indicates that
annealing greatly reduces roughness for converted lms and
makes them more at and dense. Compared with the other
annealed lms, TCAF35-a and TCAF40-a have higher rough-
ness, which may be responsible for their higher friction coeffi-
cients. However, TCAF30-a possesses the smallest roughness,
which may contribute mostly to its excellent tribological
performances. On the other hand, the changes in thickness are
shown in Fig. 3d. As a whole, the thicknesses (35–250 nm) of the
unannealed and annealed lms are both linear with the voltage
(20–40 V). It means that the thickness of the lm can be
precisely regulated by changing applied voltages. Consequently,
the electrophoretic deposition technique is a promisingmethod
to fabricate thickness-controllable solid lubricants for MEMS/
NEMS.

The variations of wear rate for TCA molecular lms and the
converted carbon lms are presented in Fig. 4a, which display
that the converted carbon lms deposited at 30–40 V have
stronger wear resistance compared with the TCA
molecular lms. For instance, the wear rate of TCAF30-u is
5.48 � 10�4 mm3 Nm�1. Aer annealing, it can be reduced to
2.17� 10�4 mm3 Nm�1, which is only about 1/5 and 1/32 that of
bare Si wafer (1.15 � 10�3 mm3 Nm�1) and graphite akes
(7.04 � 10�3 mm3 Nm�1), respectively (Fig. S2†). Through
analysis of the residual stress of TCA molecular lms and the
22308 | RSC Adv., 2015, 5, 22305–22309
converted carbon lms (Fig. 4b), we nd that annealing can not
only convert the TCA molecular lms into carbon lms but also
greatly reduce their residual stresses. For example, the residual
stresses of TCAF30-u is reduced from �84.5 GPa to �32.1 GPa
aer annealing, which could surely account for the excellent
anti-wear performance of TCAF30-a. To illustrate the wear life of
the converted carbon lm, the load was increased tenfold (from
20 mN to 200 mN) and the corresponding friction curve is
shown in Fig. 4d. Compared with the unannealed molecular
lms, TCAF30-a shows a longer life span (up to 175 minutes)
which is almost twice longer than that of TCAF30-u, and
meanwhile with the lower friction coefficient (0.131). More
importantly, the carbon lm transformed from TCAF30-u has
strong adhesion to substrate (up to 7.6 N) (Fig. 4c), which is
considerably larger than that of organic molecular lm of
TCAF30-u (2.7 N). These enhancements in wear resistance (low
wear rate, long wear life) and adhesion to substrate further
conrm that the converted carbon lm is a more excellent solid
lubricant than organic molecular lm. Therefore, transforming
electrophoresis-deposited organic molecular lms into carbon
lms by annealing is a promising approach to fabricate
thickness-controllable carbon-based solid lubricants for MEMS/
NEMS.

4. Conclusions

In summary, electrophoresis technique is robust, allowing us to
obtain thickness-controllable (35–250 nm) organic molecular
lms by adjusting applied voltage. Therefore, uniform and anti-
wear carbon lms can be obtained directly on silicon wafers by
carbonizing the corresponding electrophoresis-deposited TCA
molecular lms. The surface roughness of the carbon lm var-
ies with applied voltage, which is responsible for the lower
friction coefficient of the optimized carbon lm (TCAF30-a).
Importantly, compared with TCA molecular lms, the con-
verted carbon lm also greatly extends life span, along with
This journal is © The Royal Society of Chemistry 2015
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stronger adhesion to silicon, which is attributed to the reduc-
tion of internal stress and the changes of microstructures in the
process of transformation. Unambiguously, the converted
carbon lms combine the merits of ordinary carbon lms and
electrophoresis-deposited organic lms. Therefore, the idea of
carbonizing electrophoresis-deposited organic lms into
carbon lms opens up a new avenue to construct thickness-
controllable and wear-resistant carbon lms for potential
applications to MEMS/NEMS devices.
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